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Cairo University Materials Testing Lab Faculty of Engineering
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Lab. Ref. No.: MTL/ 694 -1/2021  Specimens: Jrez!l 4320 33,50 dilud (nsli 488

Date : 17/3/2021
RESULTS OF LOADING TEST
Weisht Avera.tge Mf:a,sured Ultimate
No. Dimensions Loaded Area | Load REMARKS

kg

(ke) (o) (kN)

1 36.640 322%322%228 a0 35.250 I
100100 mm

Specimen Loading of Specimen Failure Shape
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